
Zusatzklebstoff 
Liner- bzw. 

abgedeckte Seite

Zusatzklebstoff 
Nicht-Liner- bzw. 

offene Seite

Klebebanddicken in mm
Typ Variante Farbe

Klebstoff 
Farbe

Schutzabdeckung Papierliner
0,4 – 0,5 0,6 0,8 1,1 1,2 1,5 2,0 2,3 3,2

ZX ZX PX5005 PX5008 PX5011 PX5015 AFT 4 grau rot J / J / J /N

JLx 2 JLx 1 EX4511 EX4515 A+ 1 tiefschwarz rot N

JL 2 VR 1 EX4008 EX4011 EX4015 A+ 2 schwarz rot N

VR 2 VR 1 PT1100 PT1500 A+ 2 schwarz rot N

AR 5 AR 5 4225 AFT 4 weiß rot N

AR 7 AR 7 5356 5390 AFT 4 grau rot N

AR 7 SK 5428 5580 5361 AFT 3 grau orange J / N / N

AR 7 SK GTE6208 GTE6212 GTE6215 5745 AFT 4 grau rotbraun, rot, orange J / J / J / N

SK SK 5363 4222 AFT 3  grau, weiß rot J

SK SK GT6006 GT6008 GT6012 AFT 4 grau rot J

SK SK LT1006 AFT 4 grau brauner Papierliner J

JL 2 E 2 WT4108 WT4112 A+ 2 schwarz rot N

VR 2 E 2 ST1200 A+ 2 schwarz rot N

AR 7 E 2 5608 5402 AFT 4 grau orange N

AR 7 E 1 5401 5338 5339 AFT 3 grau orange N

SK E 2 GSE9004N 5609N AFT 4 grau orange N

silikonisierte 
Schutzabdeckungen
siehe Linerübersicht

Ja (J) = verfügbar
Nein (N) = nicht 

verfügbar
doppelseitig selbstklebend einseitig hitzeaktivierbar

Fassung: 03.02.20253M™ Acrylic Foam & 3M™ Acrylic Plus Tapes
Produktübersicht Klebebänder

= Zum Öffnen der gewünschten Datei bitte das jeweilige Feld anklicken

GTE6208, -12 und 15 auch mit 
reißfestem Liner erhältlich: GTE62xxR
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https://multimedia.3m.com/mws/media/1948560O/ex4500-german.pdf
https://multimedia.3m.com/mws/media/1948557O/ex4000-german.pdf
https://multimedia.3m.com/mws/media/1948557O/ex4000-german.pdf
https://multimedia.3m.com/mws/media/1948554O/px5000-german.pdf
https://multimedia.3m.com/mws/media/1948559O/pt1100-german.pdf
https://multimedia.3m.com/mws/media/1948557O/ex4000-german.pdf
https://multimedia.3m.com/mws/media/1948559O/pt1100-german.pdf
http://multimedia.3m.com/mws/media/1000670O/3m-automotive-acrylic-foam-tape-5580-datasheet-pdf.pdf
http://multimedia.3m.com/mws/media/1000682O/3m-automotive-acrylic-foam-tape-gte6208-datasheet-pdf.pdf
http://multimedia.3m.com/mws/media/1000663O/3m-automotive-acrylic-foam-tape-4222-datasheet-pdf.pdf
https://multimedia.3m.com/mws/media/1000679O/3m-automotive-acrylic-foam-tape-series-gt6000-datasheet-german-germany.pdf
http://multimedia.3m.com/mws/media/1000714O/3m-automotive-heat-activatable-acrylic-foam-tape-5608-pdf.pdf
http://multimedia.3m.com/mws/media/1000710O/3m-automotive-heat-activatable-acrylic-foam-tape-5338-pdf.pdf
http://multimedia.3m.com/mws/media/1000715O/3m-automotive-heat-activatable-acrylic-foam-tape-5609-pdf.pdf
http://multimedia.3m.com/mws/media/1000713O/3m-automotive-heat-activatable-acrylic-foam-tape-5402-pdf.pdf
http://multimedia.3m.com/mws/media/1000711O/3m-automotive-heat-activatable-acrylic-foam-tape-5339-pdf.pdf
https://multimedia.3m.com/mws/media/1948562O/wt4100-german.pdf
https://multimedia.3m.com/mws/media/1948564O/st1200-german.pdf
http://multimedia.3m.com/mws/media/1000712O/3m-automotive-heat-activatable-acrylic-foam-tape-5401-pdf.pdf
http://multimedia.3m.com/mws/media/1000716O/3m-automotive-heat-activatable-acrylic-foam-tape-gse9004-pdf.pdf
http://multimedia.3m.com/mws/media/1000683O/3m-automotive-acrylic-foam-tape-gte6212-datasheet-pdf.pdf
http://multimedia.3m.com/mws/media/1000684O/3m-automotive-acrylic-foam-tape-gte6215-datasheet-pdf.pdf
http://multimedia.3m.com/mws/media/1000665O/3m-automotive-acrylic-foam-tape-5356-datasheet-pdf.pdf
http://multimedia.3m.com/mws/media/1000668O/3m-automotive-acrylic-foam-tape-5390-datasheet-pdf.pdf
http://multimedia.3m.com/mws/media/1000664O/3m-automotive-acrylic-foam-tape-4225-datasheet-pdf.pdf
https://multimedia.3m.com/mws/media/1000679O/3m-automotive-acrylic-foam-tape-series-gt6000-datasheet-german-germany.pdf
http://multimedia.3m.com/mws/media/1000669O/3m-automotive-acrylic-foam-tape-5428-datasheet-pdf.pdf
http://multimedia.3m.com/mws/media/1000667O/3m-automotive-acrylic-foam-tape-5363-datasheet-pdf.pdf
http://multimedia.3m.com/mws/media/1000666O/3m-automotive-acrylic-foam-tape-5361-datasheet-pdf.pdf
http://multimedia.3m.com/mws/media/1000674O/3m-automotive-acrylic-foam-tape-5745-datasheet-pdf.pdf
http://multimedia.3m.com/mws/media/1000685O/3m-automotive-hand-heat-tabber-lt1006-datasheet-pdf.pdf
https://multimedia.3m.com/mws/media/1948554O/px5000-german.pdf
https://multimedia.3m.com/mws/media/1948560O/ex4500-german.pdf
https://multimedia.3m.com/mws/media/1948554O/px5000-german.pdf
https://multimedia.3m.com/mws/media/1948554O/px5000-german.pdf
http://multimedia.3m.com/mws/media/1179483O/automotive-acrylic-foam-tape-reissfester-liner-datasheet-german.pdf
https://multimedia.3m.com/mws/media/1948562O/wt4100-german.pdf
https://multimedia.3m.com/mws/media/1000679O/3m-automotive-acrylic-foam-tape-series-gt6000-datasheet-german-germany.pdf


Schutzabdeckung (Liner)

Zusatzklebstoff Liner-Seite

Acrylatklebstoffkern

Zusatzklebstoff Nicht-Liner-Seite

Fassung: 03.02.2025

Typ Variante

A+ 1
Tiefschwarzer Acrylic Plus Kern mit 
gutem Toleranzverhalten und guter 
innerer Festigkeit

A+ 2 Schwarzer Acrylic Plus Kern mit 
exzellentem Toleranzverhalten

AFT 3
Dunkelgrauer oder weißer Acrylat-
schaumkern mit gutem Toleranzverhalten 
und hoher innerer Festigkeit

AFT 4
Dunkelgrauer, grauer oder weißer,
weicher Acrylatschaumkern mit 
exzellentem Toleranzverhalten

3M™ Acrylic Foam & 3M™ Acrylic Plus Tapes
Produktübersicht Klebebänder

Seite 2/5

Selbstklebende Klebstoffe

ZX
Sehr gute Anfangs- und hervorragende Endklebkraft, 
speziell für LSE-Oberflächen** wie PP-EPDM und für MSE-
Oberflächen* wie ABS sowie für MSE-Klarlacksysteme*

JLx 1/JLx 2
Hervorragende Anfangs- und Endklebkraft, speziell für 
MSE-Substrate* wie ABS, sowie sehr gute Anfangs- und 
Endklebkraft auf LSE-Klarlacksystemen**

JL 2
Hervorragende Anfangs- und Endklebkraft, speziell für 
MSE-Substrate* wie ABS, sowie hervorragende Anfangs- 
und Endklebkraft auf LSE-Klarlacksystemen**

VR 1/VR 2
Sehr hohe Anfangs- und Endklebkraft, speziell für 
moderne und kratzoptimierte Lacksysteme und 
MSE-Substrate* wie ABS

AR 7
Hohe Anfangs- und Endklebkraft auf einer 
Vielzahl von Lacksystemen und Oberflächen, 
z.B. MSE-Substraten* wie ABS

AR 5
Hohe Anfangs- und Endklebkraft auf einer 
Vielzahl von Lacksystemen und Oberflächen, 
z.B. MSE-Substraten* wie ABS

SK Selbstklebend, gute Anfangs- und Endklebkraft auf 
einer Vielzahl von Lacksystemen und Oberflächen

* MSE = Medium Surface Energy   ** LSE = Low Surface Energy

Hitzeaktivierbare Klebstoffe

E 1 Hitzeaktivierbar, speziell für 
EPDM-Materialien

E 2 Hitzeaktivierbar, speziell für EPDM- 
und TPE-Materialien



Produktbezeichnung

PX
5005
5008
5011
5015

EX
4008 
4011
4015

EX
4511
4515

PT
1100  
1500

4225 5356
 5390

5428 GTE
6208
6212
6215

5745 5363 GT
6006
6008
6012

RT
80xx-
Serie

GT
71xx-
Serie

Dicke in mm 
ohne Liner

0,5
0,8
1,1
1,5

0,8
1,1 
1,5

1,1
1,5

1,1
1,5

3,2 1,5
2,3

0,45 0,8
1,2
1,5

2,0 0,4 0,6
0,8
1,2

0,2 -
4,0

0,2 -
4,0

Temperaturbeständigkeit 1) in °C 90 90 90 90 90 90 90 90 90 120 120 90 120

Eignung Oberflächen 2)

• hochenergetisch ++ ++ ++ ++ ++ ++ ++ ++ ++ ++ ++ ++ ++

• niederenergetisch (z.B. PE, PP) ++ + o + o o o o o o o o

• Lack ++ ++ ++ ++ ++ ++ ++ ++ ++ + + + +

• Glas 3) ++ ++ ++ ++ ++ ++ ++ ++ ++ ++ ++ ++ ++

• EPDM mit Primer 4298 UV4) o + -- ++ ++ ++ ++ ++ ++ ++ ++ ++ ++

Spannungsausgleich 2) ++ ++ ++ ++ ++ ++ o + bis ++ 
(je nach 
Dicke)

++ o o bis ++ 
(je nach 
Dicke)

o bis ++ 
(je nach 
Dicke)

o bis ++ 
(je nach 
Dicke)

UV-Beständigkeit 2) ++ ++ ++ ++ ++ ++ ++ ++ ++ ++ ++ ++ ++

Lösemittelbeständigkeit 2) ++ ++ ++ ++ ++ ++ ++ ++ ++ ++ ++ ++ ++

Liner:
P = Papier
PE = PE-Folie
BR = Bessere Reißfestigkeit
R = reißfest

P
PE8) PE8) PE8) PE8) PE PE

P
PE

P 6)

PE7)

 R10)

PE
P

PE
P  

PE5) PE PE

1)

Entspricht der langfristigen 
Temperaturbeständigkeit (kurz-
fristig höher), abhängig von der 
jeweiligen Belastung.

2)

++ = sehr gut
  + = gut
  o = bedingt 
 -- = nicht getestet
durch anwendungs-
relevante Tests zu klären

3)

Um Feuchtigkeitsunterwande-
rung zu verhindern, empfehlen 
wir, das Glas zu primern (z.B. 
Primer 4299); Wertung mit 
Primer. 

4)

Zur Verbesserung der Haf-
tungseigenschaften empfehlen 
wir, den EPDM mit 4298UV zu 
primern oder ein hitzeaktivier-
bares Klebeband zu verwen-
den; Wertung mit Primer.

5) außer GT6006

6) außer GTE6215

7) Klebebandseite 
silikonisiert

8)

T-Version = nur Klebeband-
seite silikonisiert; 
F-Version = beidseitig 
silikonisiert

9) beidseitig silikonisiert 

Fassung: 03.02.20253M™ Acrylic Foam & 3M™ Acrylic Plus Tapes
Selbstklebende Klebebänder
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Produktbezeichnung

WT
4112

WT
4108

ST
1200

5608 5402 5401 5338 5339 GSE
9004N

5609N

Dicke in mm ohne Liner 1,2 0,8 1,2 0,8 1,1 0,45 0,8 1,1 0,4 0,8

Temperaturbeständigkeit 1) in °C 90 90 90 90 90 90 90 90 120 120

Eignung Oberflächen 2)

• hochenergetisch ++ ++ ++ ++ ++ ++ ++ ++ ++ ++

• niederenergetisch (z.B. PE, PP) ++ ++ + o o o o o o o

• Lack ++ ++ ++ ++ ++ ++ ++ ++ + +

• Glas 3) ++ ++ ++ ++ ++ ++ ++ ++ ++ ++

• EPDM 4), hitzeaktivierbare Seite         
des Klebebands ++ ++ ++ ++ ++ ++ ++ ++ ++ ++

Spannungsausgleich 2) ++ ++ ++ + ++ o + ++ o +

UV-Beständigkeit 2) ++ ++ ++ ++ ++ ++ ++ ++ ++ ++

Lösemittelbeständigkeit 2) ++ ++ ++ ++ ++ ++ ++ ++ ++ ++

Liner: 
PE = PE-Folie
BR = Bessere Reißfestigkeit 

PE7) PE7) PE7) PE PE PE PE PE PE PE
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1)

Entspricht der langfristigen 
Temperaturbeständigkeit 
(kurzfristig höher), abhängig 
von der jeweiligen Belastung.

2)

++ = sehr gut
  + = gut
  o = bedingt 
 -- = nicht getestet
durch anwendungs-
relevante Tests zu klären

3)

Um Feuchtigkeitsunter-
wanderung zu verhindern, 
empfehlen wir, das Glas zu 
primern (z.B. Primer 4299 
oder AP 111); Wertung mit 
Primer. 

4)

Hitzeaktivierbare Zusatz-
klebstoffe E2 und E1 wurden 
speziell für den Verbund zu 
EPDM entwicklelt.

7) Klebebandseite 
silikonisiert

Fassung: 03.02.20253M™ Acrylic Foam & 3M™ Acrylic Plus Tapes
Hitzeaktivierbare Klebebänder



Fassung: 03.02.20253M™ Acrylic Foam & 3M™ Acrylic Plus Tapes
Weiterführende Informationen

Reparaturhinweise

Geklebte Dichtungen

Rammschutz-/Zierleiste

Oberflächenvorbehandlung

3M™ Hochleistungstuch 2011

Primer-Übersicht

Informationen zur Verarbeitung von Primern

4298 UV

4299

Japanische Klebebänder (nur für JOEM)

RT 8000 Serie

GT 7100 Serie

GT 7198

SF Serie

5400 Serie

3M™ Dual Lock™

Dual Lock mit Acrylic Foam Tape

Dual Lock Spritzgußteile

Felgenauswuchtgewichte

3M™ Felgenauswuchtgewichte TN 4000

Liner

Produktliner Matrix

Equipment

3M™ Handabroller

3M™ Kalibrierprüfstand für man. Andruckroller

3M™ Bandspender TG 692 & TG 695

3M™ Bandspender TG 900

3M™ Heattabber mit Abrasionswerkzeug

Abziehhilfen & Spleissklebebänder

3M™ Abziehhilfe 5699

3M™ Abziehhilfe & Spleissklebeband 5300

3M™ Abziehhilfe 5081 – 5082

Verarbeitungshinweise Abziehhilfen

Testmethoden

90° Adhäsion TMG 1637

Statische Scherfestigkeit TMG 1266

T-Peel TMG 1636

Allgemeine Informationen

Verarbeitungshinweise

Überprüfung der Benetzungsflächen

Serviceleistungen Tekscan

Sicherheitsdatenblätter

3M Automotive Webseite

= Zum Öffnen der gewünschten Datei bitte das jeweilige Feld anklicken
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Reissfester Liner

3M™ Hochleistungstuch 20303M™ Manueller Stiftandruckroller MSR15

3M™ Manueller Andruckroller MR1/MR3

http://multimedia.3m.com/mws/media/1000234O/3m-automotive-acrylic-foam-tape-instructural-manual.pdf
http://multimedia.3m.com/mws/media/1000233O/3m-automotive-acrylic-foam-tape-wet-out-test-instructural.pdf
http://multimedia.3m.com/mws/media/1000232O/3m-automotive-acrylic-foam-tape-tekscan-instructural-manual.pdf
http://www.3mdeutschland.de/3M/de_DE/unternehmen-de/sds-suche/?gsaAction=msdsSRA&type=ptn&msdsLocale=de_DE
http://multimedia.3m.com/mws/media/998836O/3m-automotive-dual-lock-rolls-datasheet-german-germany.pdf
http://multimedia.3m.com/mws/media/998837O/3m-automotive-dual-lock-piece-parts-germany.pdf
http://multimedia.3m.com/mws/media/1000731O/3m-automotive-acrylic-foam-tape-90-peel-tmg1637.pdf
http://multimedia.3m.com/mws/media/1000788O/3m-automotive-acrylic-foam-tape-static-shear-adhesion.pdf
http://multimedia.3m.com/mws/media/1000784O/3m-automotive-acrylic-foam-tape-tmg1636.pdf
http://multimedia.3m.com/mws/media/1000722O/3m-automotive-acrylic-foam-tape-rt8000.pdf
http://multimedia.3m.com/mws/media/1000720O/3m-automotive-acrylic-foam-tape-gt7100-pdf.pdf
http://multimedia.3m.com/mws/media/1000721O/3m-automotive-acrylic-foam-tape-gt7198.pdf
http://multimedia.3m.com/mws/media/1000723O/3m-automotive-acrylic-foam-tape-sf-series.pdf
http://multimedia.3m.com/mws/media/1000719O/3m-automotive-acrylic-foam-tape-5400-pdf.pdf
http://multimedia.3m.com/mws/media/1000705O/3m-automotive-acrylic-foam-tape-manual-tape-dispenser.pdf
http://multimedia.3m.com/mws/media/1000709O/3m-automotive-acrylic-foam-tape-manual-roller-calibration.pdf
http://multimedia.3m.com/mws/media/1000706O/3m-automotive-acrylic-foam-tape-tape-dispenser-tg692-tg695.pdf
http://multimedia.3m.com/mws/media/1000707O/3m-automotive-acrylic-foam-tape-tape-dispenser-tg900.pdf
http://multimedia.3m.com/mws/media/1000708O/3m-automotive-acrylic-foam-tape-heat-tabber-hta0.pdf
http://multimedia.3m.com/mws/media/1000230O/3m-automotive-tabbing-tapes-5699.pdf
http://multimedia.3m.com/mws/media/1000229O/3m-automotive-tabbing-tapes-splicing-tapes-5300.pdf
http://multimedia.3m.com/mws/media/1000228O/3m-automotive-tabbing-tapes-5081-5082.pdf
http://multimedia.3m.com/mws/media/1000231O/3m-automotive-tabbing-tapes-instructural-manual.pdf
https://multimedia.3m.com/mws/media/2173984O/3m-automotive-acrylic-foam-tape-liner-matrix-datasheet-german-germany.pdf
http://multimedia.3m.com/mws/media/1000235O/3m-automotive-wheel-weights-tn4000-series-pdf.pdf
http://multimedia.3m.com/mws/media/1000725O/3m-automotive-scotch-brite-high-performance-wipe-roll.pdf
http://multimedia.3m.com/mws/media/1000802O/3m-automotive-acrylic-foam-tape-adhesion-promoter-overview.pdf
http://multimedia.3m.com/mws/media/1000799O/3m-automotive-acrylic-foam-tape-adhesion-promoter-usage.pdf
http://multimedia.3m.com/mws/media/1000727O/3m-automotive-adhesion-promoter-4298uv.pdf
http://multimedia.3m.com/mws/media/1000728O/3m-automotive-adhesion-promoter-4299.pdf
http://multimedia.3m.com/mws/media/1000798O/3m-automotive-heat-activatable-acrylic-foam-tape-weatherstrip.pdf
http://multimedia.3m.com/mws/media/1000792O/3m-automotive-body-side-moldings-repair-guide.pdf
http://solutions.3mdeutschland.de/wps/portal/3M/de_DE/Automotive-OEM/automobilzulieferer/downloads-videos/broschueren/
http://multimedia.3m.com/mws/media/1095083O/3m-scotch-brite-high-performance-wipe-roll-hpw2030-datasheet.pdf
http://multimedia.3m.com/mws/media/1255102O/3m-automotive-adhesives-msr15-brochure-german-germany.pdf
http://multimedia.3m.com/mws/media/1179483O/automotive-acrylic-foam-tape-reissfester-liner-datasheet-german.pdf
https://multimedia.3m.com/mws/media/2096887O/3m-automotive-acrylic-foam-tape-manual-roller-mr1-mr3.pdf

